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TEST REPORT
Deneyi Talep Eden/Firma . CET TARIM MADENCILIK SANAYI VE TICARET AS

(Adi Adresi,Sehir vb.)

Requesting/Customer
{Name, Adress.City ete }

(ZIAUR RAHMAN CAD NO:2% D:1 CANKAYA —ANKARA)

Deney Talep Tarihi/Ne : 19.09.2019/ 348787
Order Daie / No
Numunenin Tanimi
{No.Cins. Marka, Tip, Tir, Model vb.)

539904 ORGANIK GUBRE. 70 LIK LEONARDIT | LEONARDIT . KATI - . 1.00 paket

.

Sample Descriplion(Ne. Tspe Mark Model

elc j

Numune Kabul Tarihi : 19.09.2019

Test Item Receipt Date

Deneylerin Yapildig: Tarih - 20.09.2019-25.05.2019
Date of Test

Uygulanan Standard / Metod . 30341:2018-02 TARIMDA KULLANILAN ORGANIK, MINERAL VE MIKROBIYAL
KAYNAKLI GUBRELERE DAIR YONETMELIK
Applied Standard/Method

Rapeorun Sayfa Sayisi : 2
Number of pages of the report ’
Agiklamalar :
Remarks

Tiirk Akreditasyon Kurumu(TURKAK ) deney raporlarimin tanmmas konusunda Avrupa Akreditasyon Birligi(EA) ve
Uluslararast Laboratuvar Akreditasyon BirligitiLAC) ile karsiikh: tanmima antlasmasi imzalamigtur.

The Twrkish Accreditation Acency(TURKAK) is signatory to the multilateral agreements of the European co-operation for the
Accreditation(EA) and of the International Laboratory Accreditation(ILAC) for the Mutual recognation of test reports.

Deney ve/veva dlcium sonuclart, genisletitmis Slctim belirsizlikleri (olmast halinde) ve deney metodlar: bu raporun tamamlayict
kismi olan takip eden sayfalarda verilmistir.

The test and/or measurement resulls, the unceriainiies (if applicable) with confi dence probability and test methods are given on
the following puges which are part of this report.

Bu rapor 6zel deney talebine istinaden diizenlenmis olup, Standartlara Uvgunluk Belges: niteliginde degﬁd{x: Partiyi temsil
etmez, avrica tan. reklam ve ihalelerde uygunluk belgesi niteliginde kullanilamaz.

This test report was prepared upon customer's request, can not be used as certificate of conformily fo standards, does not
represent a batch and can not be used as conformity document Jor advertisements and procurements .
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MUAYENE - DENEY SONUCLARI TEST RESULTS

Numune: «70°lik LEONARDIT » olarak adlandirilan Organik Giibre Numunest

istenilen Analiz: Agir Metal Bulunan Sonug, %
Organik Madde - 62,8%
5 Hiimik Fiilvik Asit 89,1
Kalsiyum Karbonat (CaCO3) 12.5
Maksimum Nem 43,5
s pH 7,4%
Toplam Kiikiirt (S) 3,1

*Bu deney akreditasyon kapsamindadir.
SONUC VE DUSUNCELER
Raporun birinci sayfasinda tanimi yapilmis olan CET Tarmm Madencilik Sanayi ve Ticaret A.S.

firmasina ait giibre numunesi, Tarimda Kullamlan Organik, Mineral Ve Mikrobiyal Kaynakli Giibrelere
Dair Yonetmelik’e gore deneyler yapilmus bulunan sonuglar yukarida verilmistir.
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